ITEM 4. A.T.C. MEETING. 22np.JULY 1948.

GERMAN ARMOUR.

RESULTS OF AMERICAN TESTING & COMPARISON WIiTH AMERICAN ARMOUR.

CEMENTED ARM

QUR.

STANDARD Of ATrAck |&'A.PB(260185)308 12'A.p (8701L85) 35° @éﬁélr?s) 14'A.P. (1500185 30°
THicknESS OF ARMouR | 7-6° | 85 85" | o 9-5" | 10 10" 13-5" | 14" 15 17"
GERMAN. _ 5 2(11 Lf?fs 11(5%76535. B L 1(;:;?: ?v)s <C?58§cgfs, i 1(79'?3) s 1C g'{g){;f b
U.S.A. AVERAGE. - = ISZZS 1%%-‘255 1(2;33 £s. 1%%{:,. 1%8775) £s. 15,92?; - - 19(98%)*75- ,
U.S. A.. BEsT. ‘ ng§3 é/s e =t '|$1;§)£',5_ 12??{5_ o ngezog fs 1(27?5){5. B | 25?2?35?.5.
| STANDARD VELOCITY. 1900 fs| 1570fs | 1640 fs | 1720fs | 1790fs| 1580fs.| 1BOO£s| 1860€s | 1960¢s. 2200&:51.

NON—-—CEMENTED ARMOUR.

STANDARD OF ATTACK (zae;rcﬁés) IZHA.F.’(87O!..35)35? 14 A.P (1500LBs) 30
THICKNESS OF ARMODUR . 7" 10-7" 1-s" 12" 1%-2' 17-5°
GERMAN. | = . 1&9705)45 r <<?986BC.3?S_
U.S.A. Averace.  |iaoor. | (8s0fs| — | 1seors| =  |2000es
U.S.A. BesT. 3 1%0843 fs e il 15’95?3)95. 25:9953;9.
STANDARD VELOCITY. | 1860fs| 1900+¢s| 2020 f 5| 1640+s| 1760fs| 2200Fs.

FIGURES IN BRACKETS REFER To PERCENTAGE OF STANDARD VELOCITY FOrR Proor OF PLATES.

" NoN- CEMENTED PLATES.




ITEM 4. A.T.C. MEETING.r 22np. JULY 1948.

_ GERMAN ARMOUR. |
RESULTS OF BRITISH TESTING & COMPARISON WITH BRITISH ARMOUR.

CEMENTED ARMOUR. NON-CEMENTED ARMOUR
ARMOUR . |600LBS. 15’A.RXVIIB /30|520LBS. 15A PXVIIB /30° | 200LBS. ISARXVIB/65|130L8s. 8 SAR 1V.8/60
PENETRATION|PERFORATION|PENETRATION |PERFORATION|PE NETRATION PENETRATION
1552 F£S. | 1664 Fs. | 1100 F.S. 1455 F. 5.
GERMAN. 1500Fs. | — 1420F.S. | 1485F.5. | <1000F s 1475 F.S.
BRITISH- AVERAGE | 1600 F.S. 1640 F.S. 1583FS.% = 1040F.5. 1351 F s.
BRITISH-BEST. | 1638 Fs |[>1677F.s. | 1500FsX| 1582 Fs.~| 1090Fs. >1395 Fs.

¥ TWO PLATES
X ONE RESULT E.S.C. PLATE N29894 520 LBS




